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Cat. no. Context Feat Type L H W Wt (g)

001 175 175 Vitrified mass/cinder 54 28 42 48

002 128 127 Hearth lining 68 42 27 53

003 180 181 Hearth lining 49 19 50 42

004 412 411 Hearth lining 30 19 22 102

005 363 364 Hearth lining 48 38 21 36

006 188 181 Hearth lining 71 54 32 99

007 096 004 Runned slag 75 36 53 122

008 128 127 Slag amalgam including a plano-convex slag cake(s). 
?Smithing hearth bottom(s) and attached hearth lining.

130 79 80 1187

009 128 127 Slag amalgam (two pieces) including plano-convex slag 
cakes? Smithing hearth bottom and attached hearth lining.

110 65 92 574

010 060 055 Plano-convex slag cake. ?Smithing hearth bottom. 62 18 58 92

011 179 181 Plano-convex slag cake(s). ?Smithing hearth bottom(s). 78 35 69 209

012 005 004 Plano-convex slag cake(s). ?Smithing hearth bottom(s). 114 49 99 589

013 096 004 Plano-convex slag cake(s). ?Smithing hearth bottom(s). 78 34 65 272

014 128 127 Accumulated smithing hearth bottoms. 200 60 180 2000

015 057 054 Unclassified slag. Likely to derive from smithing. 107

016 188 181 Unclassified slag. Likely to derive from smithing. 108

017 156 155 Unclassified slag. Likely to derive from smithing. 128

018 161 - Unclassified slag. Likely to derive from smithing. 31

019 128 127 Many fragments of nodular slag lumps. Unclassified slag. 
Likely to derive from smithing. Also contains slag spheres 
and small amounts of hammerscale. Found during trowel-
ling and soil sample residues.

1920

020 U/s - Unclassified slag. Likely to derive from smithing. 117

021 367 368 Unclassified slag. Likely to derive from smithing. 178

022 412 411 Unclassified slag. Likely to derive from smithing. 53

023 005 004 Unclassified slag. Likely to derive from smithing. 385

024 128 127 Unclassified slag 2

025 128 127 Unclassified slag 1

026 175 175 Unclassified slag. One piece very magnetic – possibly an 
object.

6

027 285 124 Unclassified slag. 5

028 209 208 Unclassified slag 2

029 115/136 - Unclassified slag 43

030 U/s - Unclassified slag 24

031 153 154 Unclassified slag 6

032 093 094 Unclassified slag 3

033 062 061 Unclassified slag 9

034 U/s - Unclassified slag 139

035 097 004 Unclassified slag 11

036 034 - Unclassified slag 3

037 025 026 Unclassified slag 1

Total 8707
Note: L – length; H – height/thickness; W – width – measurements in mm.
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